Table 1-3: Elastomers Consumed in 1998 (Gg)

Carbon Carbon

Elastomer Consumed Content Equivalent
Styrene butadienerubber solid 908 91% 828
For Tires 743 91% 677
For Other Products* 165 91% 151
Polybutadiene 561 89% 499
For Tires 404 8% 359
For Other Products 157 89% 140
Ethylene Propylene 320 86% 274
For Tires 10 86% 8
For Other Products 310 86% 266
Polychloroprene 69 59% 40
For Tires 0 59%% 0
For Other Products 69 59% 40
Nitrile butadienerubber solid 87 7% 67
For Tires 1 1% 1
For Other Products 86 7% 67
Polyisoprene 78 88% 69
For Tires 65 88% 57
For Other Products 13 88% 12
Others 369 88% 324
For Tires 63 88% 56
For Other Products 306 88% 268
Total 2,392 - 2,101

*Used to calculate carbon content of non-tire rubber products in municipal solid waste.
- Not applicable



